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STANDARD ANALYSIS 
 

2003A BELMONT 99% BISMUTH METAL 
100 MESH POWDER 
 

  STANDARD COMPOSITION 
ELEMENTS MIN TARGET MAX 
Bi 98.50 99.00 99.50 
Fe   0.05 

Pb   0.02 
Cu    0.01 
Ag   0.01 
    

 
                                   STANDARD PARTICLE DISTRIBUTION 

ELEMENTS MIN TARGET MAX 
-325 Mesh  60 75 
-100 to +200 
Mesh 

 10 15 

-200 to +300 
Mesh 
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